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1.Material: H-ZLAF53B
Nd:1.833996 + 0.0005
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Vd:37.2291 £ 0.5% y j 1
2INTERPRET OPTICAL TOLERANCES PER 3/3(1), 1
4/60" AB t
ISO 10110 ' 3/3(1
N Wi
3.COAT TWO SURFACES AS FOLLOWS: o 3 ’ S o3| o8
Rabs<0.5% AT 430-650nm o - ® © 8
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4.COATINGS SHALL MEET ADHESION USING < < ij,\’\w S § §
3M TYPE-600 TAPE AND 1KG MIL-E-12379B .\‘9/ Q
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5.SURFACE QUALITY:80-50,SCRATCH AND DIG ‘
PER MIL-PRF-13830B | 1
6.Coating area RI>©38.5 G
(2. +0.03 )
R2 no film shortage >
(3.51620.01)
7. O The main inspection dimension LR 91735
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Ssef'““e . See N:‘e' - Diverging Meniscus Lens
free mm AL 11 | Stock No. | 1F026 [Rev.| 01
3

i |




